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Product Data Sheet

CSS-1h

Tests Test Typical   Specification

Method Result min max

Viscosity @ 25°C, SFs AASHTO T59 30.0 20 100

 

Sieve, % AASHTO T59 0   - 0.10

Residue by Distillation, % by wt. AASHTO T59 61 57.0   -

Storage Stability, 1 day, % AASHTO T59 0.1   - 1.0

Particle Charge AASHTO T59 Positive Positive

Tests on Residue

Penetration @ 25°C, 100 g, 5 sec AASHTO T49 65 40 90

Ductility @ 25°C, mm AASHTO T51 450+ 400   -

Solubility, % AASHTO T44 0 97.5   -


